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INSPECTION CERTIFICATE

superstarplercing
% J* CUSTOMER (REAH &) b 4 STEELGRADE SUS316L 7= i 4 FRCOMMODIDY | B ECAA N4 | 1T %1 %5 S ORDERITEM NO 129-21003
HUAESIZE (mm) 1.21 FASCONDITION A ZTGESIZE TOLERANCE | +0.02  |ERWEIGH]  122.4KG |35 H #AT/C ISSUE DATE 2021/5/15
122 R4 Chemical Composition (wt. %) ]
Heat No C Si Mn p S Ni Cr Mo N ML EBEMechanical Properties
Standard  |Min 12.000 | 16.000 | 2.000 | #isrs |EMBY.S |EHEL| BEHardness
Cast Max 0.030 | 1.000 | 2.000 | 0.045 |0.030 | 14.000 | 18.000 | 3.000 0100 |  (N/mm?) [ (N/mm?) %) Hv
LERARSY 0.020 | 0.470 | 0.840 | 0.021 | 0.003 | 12.070 | 17.460 | 2.030 0.03 320-350
The actual 1/2H
composition
ERNotes  |T. S=Tq:;*n511e Test ' To protect the privacy of
Y.S=Yield Strength
E. L=Percentage Elongation After Fracture SPRFLR ST #3035 & HVISUAL INSPECTION AND DIMENSION CHERS AUl s T]ole] ([ ERe]
YAFAFTHIFE R, AR ERIE ROkl R SR BT BB ER REATFA Salamander Jewelry.
WE HEREBY CERYIFY THAT MATERIAL DESCRIBED HEREIN HAS BEEN MANUFACTURED CHIEF OF INSPECTOR e T s e
AND TESTED WITH RESULTS IN ACCORDANCE WITH THE REQUIREMENIS OF THE ABOVE MATERIAL .
SPECIFICATION&P. 0 Yang Neng Gen A e e




