To protect the privacy of customers or suppliers of Salamander Jewelry.

We erased their address from this document.

QUALITY CERTIFICATE
- o No:QCI800028a-dial0.0mm
| 1. Deseription: _ e
f’rﬂ_mmnudill_ ~ IMaerial |'Sundard | Condition
Titanium Gr.5 ELIBar | Ti6ARVELL | ASTMFI36 ,_A"ﬂmlfﬂ e
[‘!‘E‘E_ T Lot No. Size I Weight
|[MTiTIO28 | 1803198 | 910.0°2000mm | 10.50Kgs
| 2. Chemical Com ﬂﬂﬂﬁﬂEi;fé’L e
Element |Ti| Al | V| F | C| N 0 P e .
i Each | Total
| TRy EY T F - 3" =
| ""“’"::“":"“ B - | - |o02s|oes| oos | 013 | ooz | 010 | 0a0
o L lesfas| o} 1 4 )
Results Ba: | 603 | 3.9 mwlnm: 0012 | on | 0001 | <01 | <04
3 Mechamical Propenies: |
Tensile Strength Yicld Strength Elongation Ridil?c{n
Test ltems Rm Rp0.2 A ’ i
| [Mpa) [Mpa) (%] (%]
|| Reguirements | 3860 | >%5 | >0 | 235
I Resus |~ 976 | e[ 30 [ a2
[dOthorTestioms: R g~ Tl
‘ Dimensional Visual | Surface
| Memenais Elf'"_ﬂf"ff“ij_,lmmh@_- _Inspection | Contamination |
_ Qualified | Qualified | Qualified | Qualified |  Clean |

5. Conclusion and Statement:

i
| We herchby centify that these Titanium Grade 23 bars/rods herein has been
manufactured sampled, tested,and inspected in accordance with ASTM F156 and other |
specified requirements of contract number TG 1800028z, and met Lthese reaniremenis
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| ____________imigamd by _'._____Prcpa.n.dh}_ | Appruv_ed by
| MichelleZbang | JimmyLiu | Andrew Wang
 Ma30®2ms. | Ma30",2018, | Mar30%,2018. |
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