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QUALITY CERTIFICATE
No.: Q(:]_Em-di;lp.ﬂmm

1. lkﬂcnp:mn ) =
[ Commodity [ Material | Standard | Condition |
Titanium {jr,ﬁ IEL] Bar T:-t':&_.-!b.lad\’ [‘I h'ﬂ"\’l F'I'iﬁ B H\mh“ﬂh.‘d
! H::a_t_‘-."f-_::—._ - Lot No. B _h‘-r.nght
NT18401 IE‘JSIE]:: - 010.0*2000mm | 29.30Kgs
2. Chemical Lﬂmp-mmun (Wie): _ - _ A
| Blemem | Ti| AL |V k|l c | x| o H ;@c%thfiﬁ
s 55 | 35 | | '
Requirements | o0l . | . | 025 | 008 | 0o0s | 013 | 0012 | 010 | 040
{Max.) 65 | 4 [ |
Results Ba: | 599 | 408 | 0125 | 0.011 | 0.007 | 0.11 0001 | =<0.l : -20A
, . o I
' 3. Mechanical Propertics: - -
R e T Amof ||
Tensile Strength Yield Strength Elongation s
Test [tems Rm Rp0.2 A P ,
I_h-'fpﬂ] __1_ o [“Fﬂl N _!_I.%l N [E‘,’J_ !
| Requicments | =860 | =195 | 210 | 225
Results 1017 ! g5t | 185 L
4. Other Test ltems: o -
‘T 1 ... . T Dimensional |  Visual Surface |
|| Microstructure Ultrasomic Test 1 Inspection _ Inspection _L*E.“‘?E nation _,!
| Quiifcd | Quiificd | Quibfied | _ Quiified | Clan |
I_i_. Conclusion and Eild'l_:l_mnt o

We hereby certify that these Tianium Grade 23 bars‘rods hercin has been
manufactured sampledtested.and inspected in accordance with ASTM FI136 and other
specified requirements of contract number TG1800046a, and met these requirements.
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